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ABSTRACT 

Future NASA missions are increasingly seeking to use actuators for precision positioning to accuracies of the order of 
fractions of a nanometer.  For this purpose, multilayer piezoelectric stacks are being considered as actuators for driving 
these precision mechanisms.  In this study, sets of commercial PZT stacks were tested in various AC and DC conditions 
at both nominal and extreme temperatures and voltages.  AC signal testing included impedance, capacitance and 
dielectric loss factor of each actuator as a function of the small-signal driving sinusoidal frequency, and the ambient 
temperature.  DC signal testing includes leakage current and displacement as a function of the applied DC voltage.  The 
applied DC voltage was increased to over eight times the manufacturers’ specifications to investigate the correlation 
between leakage current and breakdown voltage.   Resonance characterization as a function of temperature was done 
over a temperature range of –180C to +200C which generally exceeded the manufacturers’ specifications.   In order to 
study the lifetime performance of these stacks, five actuators from one manufacturer were driven by a 60volt, 2 kHz 
sine-wave for ten billion cycles.  The tests were performed using a Lab-View controlled automated data acquisition 
system that monitored the waveform of the stack electrical current and voltage.  The measurements included the 
displacement, impedance, capacitance and leakage current and the analysis of the experimental results will be presented.  
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1. INTRODUCTION 
 

A variety of proposed NASA missions including the Space Interferometer Mission (SIM) are planning to 
use precision mechanisms for the control of mirrors surface position. To obtain the required high precision 
micro or nano displacements piezoelectric multilayer actuators are being considered.  Controlled movement in 
the nanometer range is a significant technical challenge.  The stability of the actuation mechanism and the 
ability to sense and control the actuation at this level can be compromised by hysteresis, thermal instability, 
piezoelectric creep, aging, as well as degradation in the material properties.  A number of manufacturers are 
producing co-fired multilayer actuators that are potential candidate stacks for use in the required applications.  
In order to assess the quality and the variance for each supplier 20-30 stacks of similar properties (stroke/volt, 
capacitance) were procured from four separate suppliers; (Vendor A - PI Ceramic  - 30 x P-885.51), (Vendor 
B - American Piezoelectric Ceramic APC - 30 x 45-1130 Pst150/5x5/20), (Vendor C - Noliac - 25 x Q-JK-
20060105-02), and (Vendor D - Sensor Technology - 25 x SJ12-15-0505-00 30).  In all these stacks the 
nominal cross section was selected to be 5mm x 5 mm.  Although a uniform stack length was sought, the 
stack lengths vary due to vendor product availability (i.e. stacks of length 18mm, 18mm, 20mm, and 15mm 
were acquired from vendors A, B, C, and D, respectively.)  Stacks from vendor A were monolithic co-fired 
actuators while stacks from the other vendors contained polymer coatings or bond-layers.  Further 
information about these actuators is available in these companies’ catalogs and can be found according to 
their part number that is listed above.  Screening tests were designed to determine the mean and standard 
deviation of the elastic, piezoelectric and dielectric properties.    The space environment in which these 
actuators need to operate is nominally benign with respect to temperature and pressure (25 oC and vacuum, 
respectively).  However, the inaccessibility after launch and the desired long life operation of the instruments 
that are driven by these actuation materials (> 5 years preferably 10 years) are a cause of potential concern 
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about their long term performance.  In order to determine the life and the level of redundancy required by 
these mechanisms a lifetime test of five of the actuators for the monolithic co-fired stacks (Vendor A) was 
executed to assess the degradation and life of these piezoelectric multilayer stacks.     
 

1. Piezoelectric Multilayers 
 

Piezoelectric co-fired stacks or multilayers are used in a variety of applications that require relatively high 
stress and larger strain than bulk piezoelectric materials can produce.  These applications include micro-
positioning systems[1], solid state pumps and switches[2], noise isolation mounts[3], and ultrasonic drills and 
stacked ultrasonic transducers[4]. A variety of papers[5,6,7], have been published on fabrication and 
characterization of the piezoelectric stacks using quasistatic techniques.  Figure 1 shows a photograph of the 
stacks as received from the Vendors along with a schematic diagram of the electrical connections and poling 
directions in the layers of the stack. The piezoelectric layers are connected mechanically in series and 
electrically in parallel.  The piezoelectric and the electrode materials are placed in a consolidated form and co-
fired to produce a monolithic block of material with electrodes that are alternately connected.  After co-firing, 
the stack is poled by raising the temperature closer to the Curie temperature and applying an electric field 
greater than the coercive field.   In some cases, small chips of these co-fired stacks are bonded together to 
form longer stacks. 

 
FIGURE 1:  A photograph (on the right) of example stacks from four vendors.   From left to right Vendor A, 
Vendor B, Vendor C, and Vendor D.  The schematic (on the left) shows a typical electrical connection 
between layers and the poling direction of each layer for stacks with circular cross section  
 

2. Screening tests  
 

In the quasi-static limit and assuming zero bond length tb=0, the effective density of the piezoelectric 
stack is  , the piezoelectric material density, and the effective elastic constant is the Young’s modulus of the 

poled piezoelectric ceramic material.  The effective piezoelectric constant is determined by summing the 
displacement for each element of thickness tp of the stack and is found to be. 

33 33eff piezod nd                                                                         (1) 

Where n is the number of layers and d33eff and d33piezo   are the effective piezoelectric strain coefficient of the 
total stack treating it as a material of length L and area A having piezoelectric strain coefficient of the 
material.  The effective dielectric constants of the stack, if it is treated as a monolithic rod, is found by 
noticing that each of the piezoelectric elements are electrically in parallel and the total capacitance is the sum 
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of the capacitance of each element.  The effective permittivity is calculated directly from the total capacitance 
and the geometry of the stack and it is found to be. 

33
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                                                                        (2)                                                   

It should be noted that the permittivity of the piezoelectric elements 33 piezo  does not necessarily correspond to 

the free permittivity of the piezoelectric material 33
T  since the bonding layer may reinforce the piezoelectric 

in the plane perpendicular to the poling direction.  The power dissipated in the piezoelectric under holding 
DC and under AC voltage excitation is.   
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With RDC the DC resistance (RDC =DCL/A) and C the capacitance (C = 33
T

eff A/L) and tan the dielectric 

dissipation.  At higher frequencies the stack can be driven into a free resonance and this result may be used to 

characterize the stack effective material properties ( 33 33 33 33,  ,  ,  T E
eff eff eff effd s k ) [8], [9].In a previous paper[10], 

we published a method of determining the complex constants for the stack based on the fundamental free 
resonance.  The fundamental resonance has the same resonance structure as the length thickness LT resonance 
equation[8,9] and by using equations in the IEEE Standard[11] and relating to the circuit parameters from a 
Butterworth Van Dyke circuit model (C0, C1, L1, R1) we determine the properties in Table 1. 
 

The Butterworth Van Dyke circuit parameters were determined using the built in fitting routines of the 
Agilent 4294 A impedance analyzer and the average dielectric, elastic and piezoelectric data for the 4 vendor 
lots are shown in Table 2. along with the standard deviation for each sample lot.  A Labview computer 
program was written to automatically control the impedance analyzer and download the impedance-frequency 
data and BVD parameters and resonance parameters shown in Table 1 to the computer. An example of 
resonance spectra for a stack from vendor A is shown in Figure 2 along with the fit to the data.  The fit is 
generally quite good around the resonance frequency up to the anti-resonance frequency where there is some 
deviation in the phase- frequency data.  The results of the tests are shown in Table 2. The data clearly shows 
two vendors with tighter standard deviations from the mean but we caution that this is likely lot dependant.  
Samples stacks from each lot were selected for dielectric breakdown and temperature dependence studies and 
Biased Capacitance and Dissipation studies.   Examples of the data for Vendor A are shown in Figures 3-5.  
The dielectric breakdown measurements in Figure 3 show the voltage applied and current drawn by the 
actuator as a function of time for 3 different samples.  The voltage was ramped in 5 volt steps at 4.5 second 
intervals and the current and voltage were monitored at a rate of 5.5 samples/sec.  The data was collected and 
saved using a Labview program connected via a GPIB interface to a Keithley Source meter and two Digital 
Multimeters (DMM’s). The program used GPIB interface to command a Keithley 2400 source meter to output 
a voltage that was then amplified by a TREK 10/10A high voltage amplifier. The output of the amplifier was 
applied across the series combination of a 200K Ohm resistor and the stack.  The voltage drop across the 
resistor was read with a Keithley 2001 DMM and sent back to the Labview program via the GPIB interface 
where it was converted to current (V/R=I). A GPIB controlled Keithley 2700 monitored the output voltage of 
the amplifier. The stack voltage was calculated by subtracting the voltage drop across the resistor from the 
output voltage of the amplifier. The data shows the onset of breakdown at about 350-550 volts and complete 
breakdown between 480 and 550 volts.  This is typically 3-4 times the rated voltage for these actuators.  In 
some cases after breakdown the samples partially recovered.     

The temperature dependence of the stacks material properties was measured over a wide range.  The free 
unclamped stacks were placed in a SUN Electronics Environmental Chamber Oven (EC10) and the 
temperature was decreased from room temperature to -1800C and then increased to 2000C and then cooled 
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down to room temperature.  Temperature was ramped at 5 0C/min. Three dimensional plots of the resonance 
spectra as a function of time are shown in Figure 4.  This data is for Vendor A stacks.   The temperature 
dependence of the material coefficients determined using Van Dyke Circuit parameters and the equations in 
Table 1 are shown in Figure 5.     
 
Table 1.  Stack effective parameters determined from Butterworth Van Dyke Circuit (C0, C1, L1, R1).            
(L =stack length, A =cross sectional area,  =density) 

Resonance frequency fs 

Anti-resonance frequency fp 

 
Circuit Q  Mechanical Q 

 
Coupling coefficient 

 
Effective elastic constant    
 (m2/N) 

 
Effective dielectric permittivity  (F/m) 

 
Effective piezoelectric constant 
  =  Stroke/volt            (m/V) 

 
 

Table 2.  Effective dielectric, piezoelectric and elastic constants determined from the fundamental free 
resonance of the piezoelectric stacks from 4 vendors.  

Effective 
Coefficient 

Vendor A 
N=30 

Vendor B  
N=30

Vendor C  
N=25

Vendor D 
N=24*

d33     (pm/V) 340 467 313 279
Standard Dev. % 1.8% 3.1% 1.4% 3.0%
T 33mat     (F/m) 1.40E-08 2.49E-08 1.24E-08 1.01E-08
Standard Dev. % 1.9% 5.7% 1.4% 6.0%
sE 33     (m

2/N) 1.87E-11 1.75E-11 2.06E-11 2.08E-11
Standard Dev. % 0.92% 0.51% 1.2% 5.0%
Capacitance C  (F) 1.48E-06 1.63E-06 1.45E-06 6.01E-07
Standard Dev. % 1.7% 5.5% 1.5% 6.2 %
Stroke/volt     (m/V) 
Small signal 9.54E-08 8.41E-08 9.59E-08 5.27E-8
Standard Dev. % 1.9% 3.1% 1.4% 3.1%

 One sample was omitted due to lack of resonance data in the frequency ranged measured 
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FIGURE 2:  Resonance curves - Admittance and Phase (white lines) including BVD circuit fit (red line) to 
Vendor A stack. 
 

An automated program in Labview was used to control the lab oven and perform a resonance scan and 
analysis at set temperatures using the HP4294A impedance analyzer.  The data is typical of PZT with 
increases in the permittivity, capacitance and d33 as the temperature is increased and decreases in the 
mechanical Q (circuit Q) as the temperature increases.  The elastic constant and the coupling are only slightly 
temperature dependent.   The Capacitance and Dissipation for the stack from Vendor A as a function of the 
DC bias is shown in Figure 6.   Again the data is typical with the Capacitance decreasing slightly with 
frequency and the dissipation increasing.  The DC bias is seen to decrease the capacitance curves while the 
dissipation curves were found to initially increase with increasing DC bias and then decrease at 20 Volts bias. 

FIGURE 3:  Dielectric Breakdown curves for three stacks from Vendor A. The volage (left curve) and 
current (right curve) as a function of time.  The voltage is stepped through 5 volt steps.  These particular 
samples did not show anomalous behavior until reaching 3x to 4x nominal maximum voltage stipulated by the 
vendor.  
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FIGURE 4: Temperature dependence of the admittance and phase for a Vendor A stack determined from 
resonance data.  Temperature was ramped down at 5 0C/min from room temperature to -1800 C and then 
increased to 200 0C and then decreased back down to room temperature 

 
Figure 5.  The temperature dependence of the material properties (Capacitance C, small signal d33eff 
(stroke/volt), Circuit Q  Mechanical Q) of the Vendor A stacks. A slight thermal hysteresis is present 
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FIGURE 6: Capacitance and Dissipation as a function of frequency for a stack from Vendor A at various DC 
bias levels 

3. Lifetime tests  
 
In an effort to determine the lifetime and fatigue behavior under AC operation a test system was designed, 
built and completed.  Since this lifetime test did not use flight fixtures and electronics it really is more of a 
lifetime test of the PZT under certain conditions than a flight related qualification test.   These tests therefore 
are meant as a guide on the performance of PZT stacks and not for any specific mechanism however they do 
encompass some of the boundary conditions that the actuators are expected to encounter in space operation.  
In order to accelerate the lifetime test we had to increase the frequency of excitation which also increases the 
dissipated power and temperature of the actuators however the rise was kept to levels below 55oC.   It should 
be noted that this life test was really a development test where in some instances changes were made at 
various points in the lifetest to decrease the error.  For example the initial 2 billion cycles displayed 
significant crosstalk in the electrical measurements and methods were devised to reduce this.  The fans used 
for the force convection were also found to fatigue the stack wires at the electrical terminators (not at the 
stack).   In one instance a stack was driven without the forced convection and the generated heat was enough 
to burnish the electrical buss-bar and melt the solder.  It is interesting to note that when the buss-bar was re-
soldered the stack returned to nominal values.   Much of the initial effort was in designing a suitable test 
fixture that was reasonably inexpensive to manufacture and met the requirement of the test.  The fans used for 
the force convection were also found to fatigue the stack wires at the electrical terminators (not at the stack).   
In one instance a stack was driven without the forced convection and the generated heat was enough to 
burnish the electrical buss-bar and melt the solder.  It is interesting to note that when the buss-bar was re-
soldered the stack returned to nominal values.   Much of the initial effort was in designing a suitable test 
fixture that was reasonably inexpensive to manufacture and met the requirement of the test. 

 
The design requirements of the test fixture were;  allow for the removal of the piezoelectric stack, 

allow for prestressing the stack,  allow for the measurement of the stack displacement, allow for the 
measurement of the prestress level,  allow for air flow about the stack,  allow for temperature measurement of 
the stack, had no appreciable resonance in the measurement frequency. 
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A schematic CAD model and a photograph of the actual test fixture are shown in Figure 6.  A more complete 
study of these fixtures is reported elsewhere12  Since this lifetime test did not use flight fixtures and 
electronics it really is more of a lifetime test of the PZT under certain conditions than a flight related 
qualification test.   These tests therefore are meant as a guide on the performance of PZT stacks and not for 
any specific mechanism however they do encompass some of the boundary conditions that the actuators are 
expected to encounter in space operation.  In order to accelerate the lifetime test we had to increase the 
frequency of excitation which also increases the dissipated power and temperature of the actuators however 
the rise was kept to levels below 55oC.   It should be noted that this life test was really a development test 
where in some instances changes were made at various points in the lifetest to decrease the error.  For 
example the initial 2 billion cycles displayed significant crosstalk in the electrical measurements and methods 
were devised to reduce this. 
 

FIGURE 6: CAD model and photograph of the test fixture for lifetime and fatigue testing of the piezoelectric 
stacks.  
 
The inner surface of the washer cup (shown in Figure 6) was polished to mirror finish so that the stack 
displacement as a function of voltage can be determined without removing the stack from the assembly.  The 
pre-stress is applied using a set screw through a ball joint to the base-plate of the actuator.  The base-plate is 
rigidized in the plane perpendicular to the actuator extension using a membrane that is clamped and tied 
between the top and bottom plates.  A load cell measures the pre-stress and Bellville washers are used to 
soften the structure.  Ten fixtures were manufactured and instrumented although in this lifetime test we only 
used 5 actuators and stacks from Vendor A.     

The lifetime test was driven at 2000 Hz and 60 Volts between ground and Vpeak.  The samples were 
actively cooled using fans to keep the temperature below a preset limit of 60 oC.  The temperature, voltage, 
and current into the stack including phase information were monitored as a function of the number of cycles.  
Spot checks including the impedance as a function of frequency, displacement as a function of voltage and the 
prestress were done at convenient intervals.     A schematic of the lifetest and spot check measurements are 
shown in Figure 7.   A NI SCXI chassis with thermocouple and multiplexer cards were used to collect the 
temperatures and current waveforms.  Figure 8 shows typical displacement curves for one of these actuators 
as a function of the number of cycles.  The displacement was measured using a SIOS interferometer at 1 Hz.  
The impedance amplitude as a function of the number of cycles is shown in Figure 8.   None of the actuators 
failed during the lifetime test and the number of cycles for the 5 actuators ranged from; 10.6, 10.3, 10.0, 9.6 
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and 6.8 billion cycles.  The 6.8 billion cycle stack was the stack that was overheated (operator error). Changes 
of the order of 5 to 15% in the impedance values were noted over the course of the lifetest.  For example the 
decrease in the impedance amplitude is of the order of 7% over the course of the lifetest for the stack shown 
in Figure 9., however, 3% to 5% of this decrease is due to temperature changes over the lifetest.  The lifetest 
was stopped to accommodate another more prolonged test under different conditions and the lessons learned 
from this lifetest have been incorporated.   

 
FIGURE 7.   A flow chart of the lifetest monitoring and spot check measurements  
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FIGURE 8: The displacement as a function of voltage for a stack from Vendor A after 7.661 billion cycles.  

 
FIGURE 9: An example of the impedance amplitude (V/I) as a function of the number of cycles for a Vendor 
A stack.  The decrease in the impedance amplitude is of the order of 7% over the course of the lifetest.  

 
4. SUMMARY 

 
We reported on the resonance characterization of piezoelectric stack actuators from four vendors.   A 

variety of tests including resonance, DC current, Dielectric Strength, Capacitance and Dissipation were 
performed to determine the characteristics of the various stacks.  In addition temperature studies were also 
performed to determine the temperature dependence of the stack properties.  A lifetime and fatigued tests 
were completed on a set of stacks up to 10.5 billion cycles.  Degradation after 10 billion cycles as determined 
from the impedance curves is about 7% however a portion of this change (3-5%) may be attributed to the 
change in the average stack temperature between the start (winter) and finish of the lifetest (spring).  A 
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portion of this change is due to change in ambient room temperature and a portion due to increased 
dissipation during the course of the lifetest.   
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